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Abstract

Creep cavitation is one of the principal factors limiting the use of silicon nitride in high
temperature applications. Recently, it has been shown that its performance can be.
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+A-USAXS to follow evolution of Yb-rich secondary phase and voids with creep testing
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Silicon Nitride Samples Evolution of size distributions with test time, 1400 C Conclusions
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